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S0SLEDCY0000ACXA

Time [ms]

Max. Value

2.95 g at 87.28 ms

Min. Value

-23.84 g at 47.44 ms

Frontal Sled Seat Foam Evaluation

Sled X-Axis Acceleration

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 2

14HEADCG00Y7ACXA

Time [ms]

Max. Value

33.73 g at 197.36 ms

Min. Value

-39.61 g at 99.36 ms

Frontal Sled Seat Foam Evaluation

Head Accel X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 3

14HEADCG00Y7ACYA

Time [ms]

Max. Value

15.29 g at 197.28 ms

Min. Value

-17.63 g at 99.44 ms

Frontal Sled Seat Foam Evaluation

Head Accel Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018
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Curve # 4

14HEADCG00Y7ACZA

Time [ms]

Max. Value

55.16 g at 78.72 ms

Min. Value

-0.69 g at 309.92 ms

Frontal Sled Seat Foam Evaluation

Head Accel Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 5

14NECKUP00Y7FOXA

Time [ms]

Max. Value

34.58 N at 175.44 ms

Min. Value

-568.38 N at 97.12 ms

Frontal Sled Seat Foam Evaluation

Neck Force X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 6

14NECKUP00Y7FOYA

Time [ms]

Max. Value

227.98 N at 203.52 ms

Min. Value

-174.76 N at 97.04 ms

Frontal Sled Seat Foam Evaluation

Neck Force Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36
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Curve # 7

14NECKUP00Y7FOZA

Time [ms]

Max. Value

1,828.33 N at 74.80 ms

Min. Value

-26.96 N at 27.84 ms

Frontal Sled Seat Foam Evaluation

Neck Force Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36
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Curve # 8

14NECKUP00Y7MOXA

Time [ms]

Max. Value

13.81 Nm at 69.84 ms

Min. Value

-7.89 Nm at 202.24 ms

Frontal Sled Seat Foam Evaluation

Neck Moment X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Time [ms]

Max. Value

11.96 Nm at 146.80 ms

Min. Value

-17.45 Nm at 56.08 ms

Frontal Sled Seat Foam Evaluation

Neck Moment Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018
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Time [ms]

Max. Value

16.15 Nm at 203.12 ms

Min. Value

-5.06 Nm at 77.68 ms

Frontal Sled Seat Foam Evaluation

Neck Moment Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36
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Curve # 11

14CHSTCG00Y7ACXA

Time [ms]

Max. Value

13.91 g at 137.68 ms

Min. Value

-43.43 g at 60.72 ms

Frontal Sled Seat Foam Evaluation

Chest Accel X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 12

14CHSTCG00Y7ACYA

Time [ms]

Max. Value

6.52 g at 44.80 ms

Min. Value

-10.01 g at 72.56 ms

Frontal Sled Seat Foam Evaluation

Chest Accel Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 13

14CHSTCG00Y7ACZA

Time [ms]

Max. Value

16.53 g at 82.64 ms

Min. Value

-15.12 g at 66.72 ms

Frontal Sled Seat Foam Evaluation

Chest Accel Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 14

14CHST0000Y7DSXA

Time [ms]

Max. Value

1.01 mm at 239.44 ms

Min. Value

-15.68 mm at 105.60 ms

Frontal Sled Seat Foam Evaluation

Chest Deflection

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018
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14CHSTCG00Y7AVYA

Time [ms]

Max. Value

717.12 º/s at 140.48 ms

Min. Value

-1,070.52 º/s at 69.20 ms

Frontal Sled Seat Foam Evaluation

Chest (DTS ARS) Rate Gyro Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36
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CFC_1000[SAE J211 polarity, bias removed]

A

n

g

u

l

a

r

 

V

e

l

o

c

i

t

y

 

[

º

/

s

]

[image: image16.wmf]-50

0

50

100

150

200

250

300

350

-500

-250

0

250

500

750

Curve # 16
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Time [ms]

Max. Value

577.83 N at 95.92 ms

Min. Value

-475.56 N at 183.28 ms

Frontal Sled Seat Foam Evaluation

Lumber Force X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018
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Time [ms]

Max. Value

452.50 N at 108.80 ms

Min. Value

-200.20 N at 67.20 ms

Frontal Sled Seat Foam Evaluation

Lumbar Force Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36
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Curve # 18
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Time [ms]

Max. Value

1,161.02 N at 104.72 ms

Min. Value

-2,476.42 N at 63.60 ms

Frontal Sled Seat Foam Evaluation

Lumbar Force Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018
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Time [ms]

Max. Value

19.12 Nm at 108.24 ms

Min. Value

-9.28 Nm at 72.56 ms

Frontal Sled Seat Foam Evaluation

Lumbar Moment X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1
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Time [ms]

Max. Value

29.91 Nm at 58.24 ms

Min. Value

-6.49 Nm at 76.80 ms

Frontal Sled Seat Foam Evaluation

Lumbar Moment Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1
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Curve # 21
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Time [ms]

Max. Value

1.00 Nm at 179.92 ms

Min. Value

-5.09 Nm at 124.96 ms

Frontal Sled Seat Foam Evaluation

Lumber Moment Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Time [ms]

Max. Value

23.55 g at 138.72 ms

Min. Value

-56.64 g at 54.56 ms

Frontal Sled Seat Foam Evaluation

Pelvis Accel X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Time [ms]

Max. Value

20.29 g at 138.88 ms

Min. Value

-17.16 g at 135.36 ms

Frontal Sled Seat Foam Evaluation

Pelvis Accel Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Time [ms]

Max. Value

15.88 g at 136.88 ms

Min. Value

-27.72 g at 62.16 ms

Frontal Sled Seat Foam Evaluation

Pelvis Accel Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 25
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Time [ms]

Max. Value

6,052.44 N at 61.04 ms

Min. Value

-52.60 N at 181.84 ms

Frontal Sled Seat Foam Evaluation

Driver Shoulder Belt Load

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 26
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Time [ms]

Max. Value

6,008.02 N at 61.84 ms

Min. Value

-151.75 N at 144.80 ms

Frontal Sled Seat Foam Evaluation

Driver Lap Belt Load

TRC Inc. Test Lab: SLED
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Test Number: S181108-1
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Curve # 27

16HEADCG00Y6ACXA

Time [ms]

Max. Value

41.11 g at 190.40 ms

Min. Value

-36.43 g at 69.92 ms

Frontal Sled Seat Foam Evaluation

Head Accel X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Time [ms]

Max. Value

2.78 g at 74.80 ms

Min. Value

-2.29 g at 192.72 ms

Frontal Sled Seat Foam Evaluation

Head Accel Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Time [ms]

Max. Value

38.61 g at 59.84 ms

Min. Value

-1.67 g at 35.52 ms

Frontal Sled Seat Foam Evaluation

Head Accel Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43
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Curve # 30
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Time [ms]

Max. Value

15.47 N at 234.88 ms

Min. Value

-875.47 N at 71.76 ms

Frontal Sled Seat Foam Evaluation

Neck Force X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Max. Value

21.25 N at 87.92 ms

Min. Value

-23.16 N at 191.44 ms

Frontal Sled Seat Foam Evaluation

Neck Force Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36
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Time [ms]

Max. Value

1,787.29 N at 72.00 ms

Min. Value

-45.92 N at 309.28 ms

Frontal Sled Seat Foam Evaluation

Neck Force Z

TRC Inc. Test Lab: SLED
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Time [ms]

Max. Value

5.44 Nm at 76.32 ms

Min. Value

-0.75 Nm at 181.28 ms

Frontal Sled Seat Foam Evaluation

Neck Moment X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 34

16NECKUP00Y6MOYA

Time [ms]

Max. Value

4.84 Nm at 137.76 ms

Min. Value

-15.86 Nm at 72.56 ms

Frontal Sled Seat Foam Evaluation

Neck Moment Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 35

16NECKUP00Y6MOZA

Time [ms]

Max. Value

1.64 Nm at 44.08 ms

Min. Value

-0.25 Nm at 193.92 ms

Frontal Sled Seat Foam Evaluation

Neck Moment Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]

T

o

r

q

u

e

 

[

N

m

]

[image: image36.wmf]-50

0

50

100

150

200

250

300

350

-50

-40

-30

-20

-10

0

10

Curve # 36

16CHST0400Y6ACXA

Time [ms]

Max. Value

7.58 g at 184.64 ms

Min. Value

-40.07 g at 45.84 ms

Frontal Sled Seat Foam Evaluation

Chest Accel X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 37

16CHST0400Y6ACYA

Time [ms]

Max. Value

4.64 g at 32.72 ms

Min. Value

-5.12 g at 33.04 ms

Frontal Sled Seat Foam Evaluation

Chest Accel Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 38

16CHST0400Y6ACZA

Time [ms]

Max. Value

8.62 g at 76.64 ms

Min. Value

-27.19 g at 63.60 ms

Frontal Sled Seat Foam Evaluation

Chest Accel Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 39

16CHST0000Y6DSXA

Time [ms]

Max. Value

0.46 mm at 309.92 ms

Min. Value

-20.11 mm at 74.80 ms

Frontal Sled Seat Foam Evaluation

Chest Deflection X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 40

16LUSP0000Y6FOXA

Time [ms]

Max. Value

925.95 N at 73.76 ms

Min. Value

-111.15 N at 46.72 ms

Frontal Sled Seat Foam Evaluation

Lumbar Force X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 41

16LUSP0000Y6FOYA

Time [ms]

Max. Value

75.84 N at 74.64 ms

Min. Value

-49.51 N at 46.64 ms

Frontal Sled Seat Foam Evaluation

Lumbar Force Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 42

16LUSP0000Y6FOZA

Time [ms]

Max. Value

345.51 N at 190.40 ms

Min. Value

-2,117.02 N at 46.96 ms

Frontal Sled Seat Foam Evaluation

Lumbar Force Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]

F

o

r

c

e

 

[

N

]

[image: image43.wmf]-50

0

50

100

150

200

250

300

350

-1

0

1

2

3

4

5

6

Curve # 43

16LUSP0000Y6MOXA

Time [ms]

Max. Value

5.39 Nm at 69.68 ms

Min. Value

-0.81 Nm at 162.56 ms

Frontal Sled Seat Foam Evaluation

Lumbar Moment X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 44

16LUSP0000Y6MOYA

Time [ms]

Max. Value

23.96 Nm at 82.88 ms

Min. Value

-17.69 Nm at 40.24 ms

Frontal Sled Seat Foam Evaluation

Lumbar Moment Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 45

16LUSP0000Y6MOZA

Time [ms]

Max. Value

0.93 Nm at 120.72 ms

Min. Value

-1.31 Nm at 109.04 ms

Frontal Sled Seat Foam Evaluation

Lumbar Moment Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 46

16PELVCG00Y6ACXA

Time [ms]

Max. Value

17.77 g at 107.36 ms

Min. Value

-41.91 g at 43.76 ms

Frontal Sled Seat Foam Evaluation

Pelvis Accel X

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 47

16PELVCG00Y6ACYA

Time [ms]

Max. Value

3.83 g at 76.48 ms

Min. Value

-5.23 g at 76.72 ms

Frontal Sled Seat Foam Evaluation

Pelvis Accel Y

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 48

16PELVCG00Y6ACZA

Time [ms]

Max. Value

6.42 g at 195.44 ms

Min. Value

-29.84 g at 76.80 ms

Frontal Sled Seat Foam Evaluation

Pelvis Accel Z

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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Curve # 49

16TOPT000000FO0A

Time [ms]

Max. Value

4,171.46 N at 57.28 ms

Min. Value

-38.76 N at 199.84 ms

Frontal Sled Seat Foam Evaluation

Passenger Top Tether

TRC Inc. Test Lab: SLED

Customer: VRTC

Test Number: S181108-1

Test Number: FR_FM_35 & FR_FM_36

Date: 11/08/2018

Time: 08:43

CFC_1000[SAE J211 polarity, bias removed]
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